PAVEMENT STRENGTH SURVEY | |
STATE Alaska CITY ‘Klawock AIRPORT Klawock This is a variation of FAA Form 5320-1-1
CONSTRUCTION DATES
CONSTRUCTION SOURCE OF Existing Pavement SOIL Subbase Base Surface Pavement
IDENT. NAME ORIG. OVERLAY AGENCY INFORMATION Conditions (PCI) CLASS Course Course Course Overlay Strength
RUNWAYS
6100-01 Runway 1-19 1994 AK DOT&PF S.E. Region & AK. Supp. 56 6" AC T100
TAXIWAYS
200-01 Taxiway B 1994 AK DOT&PF S.E. Region 61 AC
300-01 Taxiway C 1994 AK DOT&PF S.E. Region 82 AC
APRONS
2" Sandy
General Aviation Binder
4100-01 Apron 1994 AK DOT&PF S.E. Region 69 3" ASC AC
REMARKS:
Pavement thickness appears too thin on Runway and Taxiway B.
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